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1.6 CLOSEOUT SUBMITTALS

A. Maintenance Data: For roofing system to include in maintenance manuals.
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i. Sealant Primers for Porous Substrates: 775 g/L.
j- Other Adhesives and Sealants: 250 g/L.

B. Sheet Flashing: 60-mil- (1.5-mm-) thick EPDM, partially cured or cured, according to application.

C. Bonding Adhesive: Manufacturer's standard.

D. Seaming Material:  Single-component, butyl splicing adhesive and splice cleaner or
Manufacturer's standard, synthetic-rubber polymer primer and 3-inch- (75-mm-) wide minimum,

butyl splice tape with release film.

E. Lap Sealant: Manufacturer's standard, single-component sealant, colored to match membrane
roofing.

F. Water Cutoff Mastic: Manufacturer's standard butyl mastic sealant.

G. Metal Termination Bars: Manufacturer's standard, predrilled stainless-steel or aluminum bars,
approximately 1 by 1/8 inch (25 by 3 mm) thick; with anchors.

H. Metal Battens: Manufacturer's standard, aluminum-zinc-alloy-coated or zinc-coated steel sheet,
approximately 1 inch wide by 0.05 inch thick (25 mm wide by 1.3 mm thick), prepunched.

l. Fasteners: Factory-coated steel fasteners and metal or plastic plates complying with corrosion-
resistance provisions in FM Global 4470, designed f
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2.7 ROOF INSULATION
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insiemeniin EXECUTION
3.1 EXAMINATION
A. Examine substrates, areas, and conditions, with Installer present, for compliance with

requirements and other conditions affecting performance of the Work:

1. Verify that roof openings and penetrations are in place, curbs are set and braced, and roof-
drain bodies are securely clamped in place.
2. Verify that wood blocking, curbs, and nailers are securely anchored to roof deck at
penetrations and terminations and that nailers match thicknesses of insulation.
3. Verify that minimum concrete drying period recommended by roofing system manufacturer
has passed.
4, Verify that concrete substrate is visibly dry and free of moisture. Test for capillary moisture
by plastic sheet method according to ASTM D 4263.
5. Verify that concrete-curing compounds that will impair adhesion of roofing components to
roof deck have been removed.
6.
B. Proceed with installation only after unsatisfactory conditions have been corrected.
3.2 PREPARATION
A. Clean substrate of dust, debris, moisture, and other substances detrimental to roofing installation

according to roofing system manufacturer's written instructions. Remove sharp projections.

B. Prevent materials from entering and clogging roof drains and conductors and from spilling or
migrating onto surfaces of other construction. Remove roof-drain plugs when no work is taking
place or when rain is forecast.

3.3 ROOFING INSTALLATION, GENERAL
A. Install roofing system according to roofing system manufacturer's written instructions.
B. Complete terminations and base flashings and provide temporary seals to prevent water from

entering completed sections of roofing system at the end of the workday or when rain is forecast.
Remove and discard temporary seals before beginning work on adjoining roofing.

C. Install roofing and auxiliary materials to tie in to existing roofing to maintain weathertightness of
transition and to not void warranty for existing roofing system.

3.4 SUBSTRATE BOARD INSTALLATION

A. Install substrate board with long joints in continuous straight lines, perpendicular to roof slopes
with end joints staggered between rows. Tightly butt substrate boards together.

1. Fasten substrate board to top flanges of steel deck according to recommendations in FM

Global's "RoofNav" and FM Global Loss Prevention Data Sheet 1-29 for specified
Windstorm Resistance Classification.
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35 VAPOR-RETARDER INSTALLATION

A. Built-up Vapor Retarder: Install two glass-fiber felt plies lapping each felt 19 inches over preceding
felt. Embed each felt in a solid mopping of hot roofing asphalt. Glaze coat completed surface with
hot roofing asphalt.

B. Completely seal vapor retarder at terminations, obstructions, and penetrations to prevent air
movement into roofing system.

3.6 INSULATION INSTALLATION

A. Coordinate installing roofing system components so insulation is not exposed to precipitation or
left exposed at the end of the workday.

B. Comply with roofing system and insulation manufacturer's written instructions for installing roof
insulation.

C. Install tapered insulation under area of roofing to conform to slopes indicated.
1. Survey for existing elevations substrate prior to installation of insulation to identify any

depressed areas in the substrate. Adjust or provide supplemental tapered insulation to
ensure positive drainage of the roof.

D. Install insulation under area of roofing to achieve required thickness. Where overall insulation
thickness is 2.7 inches (68 mm) or greater, install two or more layers with joints of each
succeeding layer staggered from joints of previous layer a minimum of 6 inches (150 mm) in each
direction.

E. Trim surface of insulation where necessary at roof drains so completed surface is flush and does
not restrict flow of water.

F. Install insulation with long joints of insulation in a continuous straight line with end joints staggered
between rows, abutting edges and ends between boards. Fill gaps exceeding 1/4 inch (6 mm)
with insulation.

1. Cut and fit insulation within 1/4 inch (6 mm) of nailers, projections, and penetrations.

G. Adhered Insulation: Install each layer of insulation and adhere to substrate as follows:

1. Set each layer of insulation in a uniform covera
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1. Fasten first layer of insulation according to requirements in FM Global's "RoofNav" for
specified Windstorm Resistance Classification.
2. Fasten first layer of insulation to resist uplift pressure at corners, perimeter, and field of
roof.
3. Set each subsequent layer of insulation in a uniform coverage of full-spread insulation

3.7

3.8

adhesive, firmly pressing and maintaining insulation in place.

Install cover boards over insulation with long joints in continuous straight lines with end joints
staggered between rows. Offset joints of insulation below a minimum of 6 inches (150 mm) in
each direction. Loosely butt cover boards together and fasten to roof deck.

1. Fasten cover boards according to requirements in FM Global's "RoofNav" for specified
Windstorm Resistance Classification.
2. Fasten cover boards to resist uplift pressure at corners, perimeter, and field of roof.

ADHERED MEMBRANE ROOFING INSTALLATION

Adhere fabric-backed roofing over area to receive roofing according to membrane roofing system
manufacturer's written instructions. Unroll membrane roofing and allow to relax before installing.

Start installation of roofing in presence of roofing system manufacturer's technical personnel.

Accurately align roofing, and maintain uniform side and end laps of minimum dimensions required
by manufacturer. Stagger end laps.

Bonding Adhesive: Apply to substrate and underside of roofing at rate required by manufacturer,
and allow to partially dry before installing roofing. Do not apply to splice area of roofing.

In addition to adhering, mechanically fasten roofing securely at terminations, penetrations, and
perimeters.

Apply roofing with side laps shingled with slope of roof deck where possible.

Adhesive Seam Installation: Clean both faces of splice areas, apply splicing cement, and firmly
roll side and end laps of overlapping roofing according to manufacturer's written instructions to
ensure a watertight seam installation. Apply lap sealant and seal exposed edges of roofing
terminations.

1. Apply a continuous bead of in-seam sealant before closing splice if required by roofing
system manufacturer.

Repair tears, voids, and lapped seams in roofing that do not comply with requirements.

Spread sealant or mastic bed over deck-drain flange at roof drains, and securely seal membrane
roofing in place with clamping ring.

MECHANICALLY FASTENED MEMBRANE ROOFING INSTALLATION

Mechanically fasten roofing over area to receive roofing according to roofing system
manufacturer's written instructions. Unroll membrane roofing and allow to relax before installing.

1. For in-splice attachment, install roofing with long dimension perpendicular to steel roof deck
flutes.
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B. Start installation of roofing in presence of roofing system manufacturer's technical personnel.

C. Accurately align roofing, and maintain uniform side and end laps of minimum dimensions required
by manufacturer. Stagger end laps.

D. Mechanically fasten or adhere e roofing securely at terminations, penetrations, and perimeter of
roofing.

E. Apply roofing with side laps shingled with slope of roof deck where possible.

F. Adhesive Seam Installation: Clean both faces of splice areas, apply splicing cement, and firmly
roll side and end laps of overlapping roofing according to manufacturer's written instructions to
ensure a watertight seam installation. Apply lap sealant and seal exposed edges of roofing
terminations.

G. Repair tears, voids, and lapped seams in roofing that do not comply with requirements.

H. Spread sealant or mastic bed over deck-drain flange at roof drains, and securely seal roofing in
place with clamping ring.

l. In-Splice Attachment: Secure one edge of roofing using fastening plates or metal battens
centered within splice, and mechanically fasten roofing to roof deck. Field splice seam.

J. Through-Membrane Attachment: Secure roofing using fastening plates or metal battens, and
mechanically fasten roofing to roof deck. Cover battens and fasteners with a continuous cover
strip.

K. Adhere protection sheet over membrane roofing at locations indicated.

3.9 BASE FLASHING INSTALLATION

A. Install sheet flashings and preformed flashing accessories, and adhere to substrates according
to roofing system manufacturer's written instructions.

B. Apply bonding adhesive to substrate and underside of sheet flashing at required rate, and allow

to partially dry. Do not apply to seam area of flas
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B. Provide manufacturer recommended slip sheet under pavers.

3.11 FIELD QUALITY CONTROL

A. Testing Agency: Owner will engage a qualified testing agency to inspect substrate conditions,
surface preparation, membrane application, flashings, protection, and drainage components, and
to furnish reports to Architect.

B. Contractor agrees to satisfy an uplift test of the completed roofing installation in accordance with
FM Global Property Loss Prevention Data Sheet 1-52, Field Verification of Roof Wind Uplift
Resistance. Contractor is responsible for obtaining the most recent edition of Data Sheet 1-52
from FM Global and for supplying all labor, materials, and test equipment. Results of the tests
shall be recorded and made available in a report provided to the Owner. Acceptance and final
payment shall be contingent upon favorable interpretation of the test results (as measured by the
specifications.)

C. Flood Testing: Flood test each roofing area for leaks, according to recommendations in
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