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SECTION 07 5419 - POLYVINYL-CHLORIDE (PVC) ROOFING 

GENERAL 

1.1 RELATED DOCUMENTS 

A. Drawings and general provisions of the Contract, including General and Supplementary 
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4. Review deck substrate requirements for conditions and finishes, including flatness and 
fastening. 

5. Review structural loading limitations of roof deck during and after roofing. 
6. Review base flashings, special roofing details, roof drainage, roof penetrations, equipment 

curbs, and condition of other construction that affects roofing system. 
7. Review governing regulations and requirements for insurance and certificates if applicable. 
8. Review temporary protection requirements for roofing system during and after installation. 
9. Review roof observation and repair procedures after roofing installation. 

B. Preinstallation Roofing Conference: Conduct conference at Project site two weeks before 
scheduled start of roof system installation. 

1. Meet with Owner, Architect, Owner's insurer if applicable, testing and inspecting agency 
representative, roofing Installer, roofing system manufacturer's representative, deck 
Installer, and installers whose work interfaces with or affects roofing, including installers of 
roof accessories and roof-mounted equipment. 

2. Review methods and procedures related to roofing installation, including manufacturer's 
written instructions. 

3. Review and finalize construction schedule, and verify availability of materials, Installer's 
personnel, equipment, and facilities needed to make progress and avoid delays. 

4. Examine deck substrate conditions and finishes for compliance with requirements, 
including flatness and fastening. 

5. Review structural loading limitations of roof deck during and after roofing. 
6. Review base flashings, special roofing details, roof drainage, roof penetrations, equipment 

curbs, and condition of other construction that affects roofing system. 
7. Review governing regulations and requirements for insurance and certificates if applicable. 
8. Review temporary protection requirements for roofing system during and after installation. 
9. Review roof observation and repair procedures after roofing installation. 

1.5 ACTION SUBMITTALS 

A. Product Data: Roofing-system manufacturer's literature, including written instructions for 
evaluating, preparing, and treating substrate; technical data including tested physical and 
performance properties; and application instructions. 

1. For membrane and base flashing materials, and roofing cement, primer, mastic sealant, 
and fasteners. 

2. Include temperature ranges for storage and application of materials, and special cold-
weather application requirements or limitations. 

3. Include Safety Data Sheets (SDS) for information only; safety restrictions are sole 
responsibility of Contractor. 

B. LEED Submittals: 

1. Product Data for Credit SS 7.2: For roof materials, documentation indicating that roof 
materials comply with Solar Reflectance Index requirement. 
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J. Inclement Weather Protection Plan:  written description of the actions that will be taken to protect 
the building during construction.   

1.6 CLOSEOUT SUBMITTALS 

A. Maintenance Data: For roofing system to include in maintenance manuals. 

B. Roofing-system manufacturer's inspection report of completed roofing installation. 

1.7 QUALITY ASSURANCE 

A. Manufacturer Qualifications:  

1. A qualified manufacturer that is FM Global approved for roofing system identical to that 
used for this Project. 

2. A company that has produced roofing materials and accessories of the type included in 
this section for at least 5 years. 

B. Installer Qualifications:  

1. A qualified firm that is approved, authorized, or licensed by roofing system manufacturer 
to install manufacturer's product and that is eligible to receive manufacturer's special 
warranty. 

a. Furnish to the University, before roofing contract award, written documentation that 
installer is manufacturer-certified to install roofing systems of the type included in 
this section. 

2. The installer shall execute the entire project with a single crew and superintendent. 
3. Installer supervision: Have installer identify a supervisor with at least 5 years of experience 

in the application of the type of PVC roofing; system in included in this section, to provide 
full-time review of roofing installation work. 

1.8 DELIVERY, STORAGE, AND HANDLING 

A. Deliver roofing materials to Project site in original containers with seals unbroken and labeled with 
manufacturer's name, product brand name and type, date of manufacture, approval or listing 
agency markings, and directions for storing and mixing with other components. 

B. Store liquid materials in their original undamag
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a. Repair or replace components of roofing system that do not comply with 
requirements; that do not remain watertight; that fail in adhesion, cohesion, or 
general durability; or that deteriorate in a manner not clearly specified by submitted 
roofing-system manufacturer's data as an inherent quality of the material for the 
application indicated. Warranty includes defects such as blisters, ridging, and 
excessive surfacing loss. 

b. Removal and replacement of roof-deck boards, base sheets, temporary roof/vapor 
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E. FM Global Listing: Roofing, base flashings, and component materials shall comply with 
requirements in FM Global 4450 or FM Global 4470 as part of a built-up roofing system, and shall 
be listed in FM Global's "RoofNav" for Class 1 or noncombustible construction, as applicable. 
Identify materials with FM Global markings. 

1. Fire/Windstorm Classification:  Class 1A-90. 
2. Hail-Resistance Rating:  FM Global Property Loss Prevention Data Sheet 1-34 SH. 

F. ENERGY STAR Listing: Roofing system to be listed on the DOE's ENERGY STAR "Roof 
Products Qualified Product List" for low-slope roof products. 

G. Energy Performance: Roofing system to have an initial solar reflectance of not less than 0.70 and 
an emissivity of not less than 0.75 when tested in accordance with ANSI/CRRC S100. 

H. Solar Reflectance Index: Not less than 78 when calculated according to ASTM E 1980, based on 
testing identical products by a qualified testing agency. 

I. Exterior Fire-Test Exposure: ASTM E 108 or UL 790, Class A; for application and roof slopes 
indicated; testing by a qualified testing agency. Identify products with appropriate markings of 
applicable testing agency. 

J. Fire-Resistance Ratings: Comply with fire-resistance-rated assembly designs indicated. Identify 
products with appropriate markings of applicable testing agency. 

2.3 PVC ROOFING 

A. PVC Sheet: ASTM D 4434/D 4434M, Type II, Grade I, glass-fiber reinforced, felt backed. 

1. Manufacturers: Subject to compliance with requirements, provide products by one of the 
following: 

a. Sarnafil Inc.; Sarnafil G410. 
b. FiberTite a Seaman Corporation. 
c. Other Manufacturers may be considered upon review with NU. 

2. Thickness:  80 mils, nominal. 
3. Exposed Face Color: White. 

2.4 AUXILIARY ROOFING MATERIALS 

A. General: Auxiliary materials recommended by roofing system manufacturer for intended use and 
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2.7 ROOF INSULATION 

A. General: Preformed roof insulation boards manufactured or approved by PVC roofing 
manufacturer, selected from manufacturer's standard sizes suitable for application, of thicknesses 
indicated and that produce FM Global-approved roof insulation. 

B. Polyisocyanurate Board Insulation: ASTM C 1289, Type II, Class 1, Grade 2, felt or glass-fiber 
mat facer on both major surfaces. 

1. Manufacturers: Subject to compliance with requirements, provide products by one of the 
following: 
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E. Trim surface of insulation where necessary at roof drains so completed surface is flush and does 
not restrict flow of water. 

F. Install insulation with long joints of insulation in a continuous straight line with end joints staggered 
between rows, abutting edges and ends between boards. Fill gaps exceeding 1/4 inch (6 mm) 
with insulation. 

1. Cut and fit insulation within 1/4 inch (6 mm) of nailers, projections, and penetrations. 

G. Adhered Insulation: Install each layer of insulation and adhere to substrate as follows: 

1. Set each layer of insulation in a uniform coverage of full-spread insulation adhesive, firmly 
pressing and maintaining insulation in place. 

H. Mechanically Fastened Insulation: Install each layer of insulation and secure to deck using 
mechanical fasteners specifically designed and sized for fastening specified board-type roof 
insulation to deck type. 

1. Fasten insulation according to requirements in FM Global's "RoofNav" for specified 
Windstorm Resistance Classification. 

I. Mechanically Fastened and Adhered Insulation: Install each layer of insulation to deck using 
mechanical fasteners specifically designed and sized for fastening specified board-type roof 
insulation to deck type. 

1. Fasten first layer of insulation according to requirements in FM Global's "RoofNav" for 
specified Windstorm Resistance Classification. 

2. Set each subsequent layer of insulation in a uniform coverage of full-spread insulation 
adhesive, firmly pressing and maintaining insulation in place. 

J. Install cover boards over insulation with long joints in continuous straight lines with end joints 
staggered between rows. Offset joints of insulation below a minimum of 6 inches (150 mm) in 
each direction. Loosely butt cover boards together and fasten to roof deck. 

1. Fasten cover boards according to requirements in FM Global's "RoofNav" for specified 
Windstorm Resistance Classification. 

3.7 ADHERED ROOFING INSTALLATION 

A. Adhere roofing over area to receive roofing according to roofing system manufacturer's written 
instructions. Unroll roofing and allow to relax before retaining. 

1. Install sheet according to ASTM D 5036. 

B. Start installation of roofing in presence of roofing system manufacturer's technical personnel. 

C. Accurately align roofing, and maintain uniform side and end laps of minimum dimensions required 
by manufacturer. Stagger end laps. 

D. Bonding Adhesive: Apply to substrate and underside of roofing at rate required by manufacturer, 
and allow to partially dry before installing roofing. Do not apply to splice area of roofing. 
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E. In addition to adhering, mechanically fasten roofing securely at terminations, penetrations, and 
perimeter of roofing. 

F. Apply roofing with side laps shingled with slope of roof deck where possible. 

G. Seams: Clean seam areas, overlap roofing, and hot-air weld side and end laps of roofing and 
sheet flashings according to manufacturer's written instructions, to ensure a watertight seam 
installation. 

1. Test lap edges with probe to verify seam weld continuity. Apply lap sealant to seal cut 
edges of sheet. 

2. Verify field strength of seams a minimum of twice daily, and repair seam sample areas. 
3. Repair tears, voids, and lapped seams in roofing that do not comply with requirements. 

H. Spread sealant bed over deck-drain flange at roof drains, and securely seal roofing in place with 
clamping ring. 

3.8 MECHANICALLY FASTENED ROOFING INSTALLATION 

A. Mechanically fasten roofing over area to receive roofing according to roofing system 
manufacturer's written instructions. Unroll roofing and allow to relax before retaining. 

1. Install sheet according to ASTM D 5082. 

B. Start installation of roofing in presence of roofing system manufacturer's technical personnel. 

C. Accurately align roofing, and maintain uniform side and end laps of minimum dimensions required 
by manufacturer. Stagger end laps. 

D. Mechanically fasten or adhere roofing securely at terminations, penetrations, and perimeter of 
roofing. 

E. Apply roofing with side laps shingled with slope of roof deck where possible. 

F. In-Seam Attachment: Secure one edge of PVC sheet using fastening plates or metal battens 
centered within seam, and mechanically fasten PVC sheet to roof deck. 

G. Seams: Clean seam areas, overlap roofing, and hot-air weld side and end laps of roofing and 
sheet flashings according to manufacturer's written instructions to ensure a watertight seam 
installation. 

1. Test lap edges with probe to verify seam weld continuity. Apply lap sealant to seal cut 
edges of sheet. 

2. Verify field strength of seams a minimum of twice daily, and repair seam sample areas. 
3. Repair tears, voids, and lapped seams in roofing that do not comply with requirements. 

H. Spread sealant bed over deck-drain flange at roof drains, and securely seal roofing in place with 
clamping ring. 

3.9 BASE FLASHING INSTALLATION 

A. Install sheet flashings and preformed flashing accessories, and adhere to substrates according 
to roofing system manufacturer's written instructions. 
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D. Final Roof Inspection: Arrange for roofing system manufacturer's technical personnel to inspect 
roofing installation on completion. 

E. Repair or remove and replace components of roofing system where inspections indicate that they 
do not comply with specified requirements. 

F. Additional testing and inspecting, at Contractor's expense, will be performed to determine if 
replaced or additional work complies with specified requirements. 

3.12 PROTECTING AND CLEANING 

A. Protect roofing system from damage and wear duri
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